Variability of Core and Concrete Specimens

Concrete Cored Field Samples vs. Field Cast Concrete Laboratory Stored Cylinders...How Do
They Compare?

e  Statistics variability and assurance of passing vs. failing
e Temperature and concrete strength

e Air content and concrete strength

e (Casting cylinders; sampling, consolidation and time

e Handling of concrete cylinders after casting

e Selection of locations for cores



